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ELECTRON-BEAM POSITIVE POLYIMIDES
J.A. Moore and Andrew N. Dashetf
Department of Chemistry
Polymer Science and Engineering Program
Rensselaer Polytechnic Institute
Troy, NY 12180-3590

ABSTRACT

Polyimides from cyclobutane
dianhydrides have been prepared
and have been shown to be
sensitive to electron beams as
well as to deep UV irradiation.

Synthesis, thermal properties
and sensitivity data are
presented.

1. INTRODUCTION

We have been studying the
synthesis of an intrinsically
photosensitive polyimide for use
in integrated circuit (IC) tech-
nology. In the fabrication of
multilevel metal-insulator |IC
structures, Kapton polyimide has
proven to be a good insulator
between metalization layers
because of its thermal stability,
chemical resistance, and di-
electric properties. The inter-
mediate polyamic acid formed is
snlukle and can be spun to films
that can be cured to insoluble
polyimide structures. Once the
material is cured, it is generally
insoluble and infusible and is
extremely thermally stable.

|

The insolubility and infus-
ibility of Kapton require that
patterning of polyimide layers be
accomplished indirectly by pho-
toresist technology. This pro-
cess entails the spinning and
curing of the polyimide layer,
formation of a polysulfone lift-
off layer, and deposition of a
SiO2 masking layer followed by a
top layer of resist coating. The
pattern is defined by electron
beam or optical lithography, the
underlying layers are etched
with reactive ion etching, metal
is deposited, and the polysulfone
and excess metal are "lifted off"
with solvent. If the polyimide
layer iiself could be made to be
intrinsically photosensitive, it
is obvious that the process of
image generation could be great-
ly simplified. Several photoneg-
ative polyimide precursor sys-
tems have been developed. In the
most common type, the inter-
mediate polyamic acid is par-
tially esterified with photo-
cross-linkable alcohols (1). lr-
radiation of these esters causes
them to become insoluble and




enables them to be used to form
negative images upon treatment
with solvent. After imaging, the
films are thermally converted to
polyimide that is photoinsen-
sitive. A photopositive system is
much more desirable because of
the swelling attendant upon
solvent development of negative
images. A photopositive polyim-
ide containing photosensitive sul-
fonium salt units has recently
been described (2). We have re-
ported the use of 1,2:3,4-cyclo-
butanedianhydride to form a
polyimide which can be imaged
by deep UV irradiation at a
wavelength which corresponds to
energy absorption by the cyclo-
butane imide moiety (3a,b). This
polymer has been described for
use as a colorless polyimide (4,5)
and similar polyimides have
been prepared by solution poly-
merization of aliphatic bis-
maleimides (6,7).

We now wish to report the
electron-beam  sensitivity of
these two polyimides.

2. EXPERIMENTAL

Dimethylacetamide (DMAC)
was dried over calcium hydride
and distilled at reduced pressure.

2.1 Dimerization of Maleic
Anhydride

A solution of maleic an-
hydride in carbon tetrachloride
was irradiated with an unfiltered
450 Watt Hanovia high pressure

mercury arc for 1 hour to form
1,2,3,4 cyclobutanetetracarboxyl-
ic 1,2:3,4-dianhydride (CBDA) (8).
CBDA precipitated from solution
and was collected by filtration.
CBDA was purified by successive
recrystallizations from acetic
anhydride (until the filtrate was
colorless) to give a white solid
which does not meilt up to 300°C

(eq 1).

2.2 Polymerization

To a dry, three-necked, 100-
mL round-bottomed flask fitted
with a mechanical stirrer, nitro-
gen inlet, and condenser were
added 0.64031 (3.1977 mmol) of
oxydianiline (Aldrich Gold Label),
dry DMAC (60 mL) and 0.62714g
(3.1977 mmol) of CBDA. The re-
action was allowed to proceed at
room temperature under dry ni-
trogen for 18.5 hours. The re-
sulting polyamic acid was pre-
cipitated twice into methanol and
dried in vacuo at room temp-
erature for 24 hours (eq 2).

The intrinsic viscosity of the
resulting polyamic acid was 1.47
dL/g measured with an
Ubbelohde viscometer at 25.00°C
in DMAC.

The polyamic acid was cured
to the polvimide by heating films
cast by solvent evaporation in a
watch glass, in an oven under
nitrogen for 2 hours at 100°C, 2
hours at 175°C, and 2 hours at
250°C. The resulting polyimide
films were colorless (eq 3).




2.3 Dimerization of Citraconic
Anhydride

A solution of citraconic an-
hydride and 7-wt% of benzophe-
none in freshly distilled dioxane
was irradiated with an unfiltered
450 Watt Hanovia high pressure
mercury arc for 18 hours to form
1,3-dimethyl-1,2,3,4cyclobutane-
tetracarboxylic 1,2:3,4-dianhy-
dride (DMCBDA) (9).The stereo-
chemistry of the product has
been shown to be cis, anti,cis by
distinguishing between head-to-
head and head-to-tail dimer-
ization from examination of the
C13-H nmr spectr (10). DMCBDA
precipitated from solution, was
collected by filtration and was
purified by repeated recrystal-
izations from ethyl acetate-
hexanes to give a white solid
which does not melt up to 300°C

(eq 4).
2.4 Polymerization

To a dry, three-necked, 100-
mL round-bottomed flask fitted
with a magnetic stirrer, nitrogen
inlet and condenser were added
1.17313g (5.2332 mmol) of
DMCBDA, dry DMAC (50 mL) and
1.04790g (5.2332 mmol) of oxy-
dianiline (Aldrich Gold Label).
The reaction was allowed to pro-
ceed at room temperature under
nitrogen for 17 hours, the temp-
erature was then raised to 70°C
and the reaction continued for an
additional 20 hours. The result-
ing polyamic acid was precipi-

tated into methanol and dried in
vacuo at room temperature for
24 hours (eq 5).

The polyamic acid was cured
to the polyimide by heating films
cast by solvent evaporation in a
watch glass, in an oven under
nitrogen for 2 hours at 75°C, 2
hours at 150°C, and 2 hours at
200°C (eq 6).

2.5 Wafer Preparation and
Exposure

Siiicon wafers were spin-
coated with 7% solutions of the
polyamic acids. The polyamic
acid was then thermally con-
verted to polyimide according to
the appropriate heating cycle and
film thicknesses (0.6-1.3 mi-
crons) were measured with a
Dektak Profilometer.

The polyimide films were
exposed by an IBM EL-2
Lithography system at incident
doses ranging from 56-800
pCoulombs/cm2. The samples
for dissolution rate studies were
irradiated by flood exposures.

Development was carried out
by immersing the samples in an
appropriate solvent for 30
seconds and then immersing the
samples in deionized water for
15 seconds. After development
the samples were baked at 120°C
for 30 minutes.

3. RESULTS
DISCUSSION

Figures 1 and 2 show dif-
ferential scanning calorimograms
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under nitrogen, of the polyamic
acids. From these scans it is
apparent that conversion of
polyamic acid to polyimide takes
place in the range of 150-250°C.
Subsequent rescanning of the
sample shows no transitions in
this region.

Figures 3 and 4 show the
thermogravimetric behavior, un-
der nitrogen, of the polyamic
acids. The weight loss corre-
sponding to the curing of the
polyamic acid to the polyimide
structure can be seen and one
also sees that, once the polyimide
is formed, 50% weight loss occurs
at about 450°C and after heating
the sample to 1200°C there is a
residual weight of approximately
28%.

Table 1 compares the deep
UV sensitivity of the two poly-
imides. The results clearly indi-
cate that the presence of two
methyl groups on the cyclobu-
tane ring in the polyimide facil-
itates the cleavage of the back-
bone, perhaps because steric
compression favors the reverse
reaction. In addition, the added
methyl groups causes the
polyimide to be soluble presum-
ably by hindering intermolecular
association.  This polyimide is
soluble in polar aprotic solvents
such as DMSO, DMF, DMAC, and
NMP.

Figure S shows the electron
beam sensitivity curves for the
polyimides.  After exposure, the
polyimide derived from CBDA
was developed with DMAC and

the polyimide derived from
DMCBDA was developed with
ethyl acetate, washed., and dried,
and the remaining thickness was
measured with a Dektak Profil-
ometer. In Figure 5, doses up to
800 pCoulombs/cm? remove ap-
proximately 40% of the poly-
imide derived from CBDA and up
to 70% of the polyimide derived
from DMCBDA. Although we
have clearly shown that these
materials undergo a retrocy-
clization upon irradiation with
ultraviolet light (3a.b) it is not
readily apparent, a priori, that
these materials should be
sensitive to electron beam-
induced processes. The photo-
chemical process occurs select-
ively from an excited state of the
chromophore which is populated
either directly or by sensitization
via energy transduction by the
aromatic residues of the polymer.
Electron beam processes are
much more energetic and
indiscriminate in causing degra-
dative processes which, if they
solubilize a polymer, do so by
causing random chain scissions.

The first indication that these
materials were sensitive to
electron irradiation was given
when electron impact mass
spectrometry indicated that a
model compound prepared by
reacting CBDA with p-anisidine
(eq 7) cleaved to give a fragment
which had an m/e value (203)
which corresponds to 1/2 the
mass of the starting material (eq
8).




Figures 6 and 7 are examples
of nonoptimized positive images
generated from CBDA polyimide.

4. CONCLUSION

We have successfully prepared
polyimides which are not only
sensitive to UV irradiation but
which are also e-beam sensitive
and have demonstrated the
utility of this system for image
generation. Work is continuing
to extend the limits of sensitivity,
to optimize image dimensions
and to explore structure-sen-
sitivity relationships of the class
of polyimides derived from
cyclobutane dianhydrides and
diamines as well as to explicate
the mechanistic underpinnings of
this process.
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Figure 1. Differential scanning calorimogram of CBDA polyamic acid.
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Figure 2. Differential scanning calorimogram of DMCBDA polyamic

acid.
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Figure 3. Thermogravimetric analysis of CBDA polyamic acid.
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Figure 4. Thermogravimetric analysis of DMCBDA polyamic acid.
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Table 1. UV sensitivity of two cyclobutane-containing polyimides.
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Figure 5. Electron beam contrast curve of polyimides.
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Figure 6. Ultraviolet generated images 2-, 4-, 6-um lines at dose of
2.5 J/em2 (DMAC; developed for 30 s) in CBDA polyimide.

Figure 7. Electron beam generated images 0.5 um lines at dose of
500 uCoulombs/cm? (DMAC; developed for 30 s) in CBDA polyimide.




